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S T A T E M E N T  O F  C O M P L I A N C E  

   

The product Photovoltaic Module has been tested by UL India Private Limited and found to comply in  
accordance with the Standard indicated on this report.  
 

Project Number: 4791306771.1.1 
 

Report Number: 4791306771.1.1-OTHER-S1 dated 06/09/2024 (DD/MM/YYYY) 
 

Test Location: China Telecommunication Technology Labs  
 

Issued to: Jakson Engineers Limited 
Plot No.25 Ecotech-III, Greater Noida, Uttar Pradesh, 201306, INDIA 
 

Tested Model: JN-590G  
 

Models Covered*: Mono Crystalline TOPCon Bifacial Glass to Glass 

144 Half-cut cell series 

JN-545G, JN-550G, JN-555G, JN-560G, JN-565G, JN-570G, JN-575G, JN-580G, JN-585G, 

JN-590G 

132 Half-cut cell series 

JN-495G, JN-500G, JN-505G, JN-510G, JN-515G, JN-520G, JN-525G, JN-530G, JN-535G, 

JN-540G 

120 Half-cut cell series 

JN-445G, JN-450G, JN-455G, JN-460G, JN-465G, JN-470G, JN-475G, JN-480G, JN-485G, 

JN-490G 

108 Half-cut cell series 

JN-400G, JN-405G, JN-410G, JN-415G, JN-420G, JN-425G, JN-430G, JN-435G, JN-440G 

 
Standard(s): IEC 61701 Edition 3.0, 2020-06- Photovoltaic (PV) Modules – Salt Mist corrosion testing 

 Test Condition:   Test Method 6 (Severity 6) of IEC 60068-2-52 Edition 3. 
 
 
 
 
 
 
* Manufacturer declares that samples submitted for evaluation are representative of the covered models and produced using the same materials, 

components, equipment, and processes. Details of the bill of materials are provided in the test report. Any change in design, materials, components, 
equipment, and processes may require retesting to maintain the compliance. 


